Field Test Program of Stabilization on a Principal Forest Road

By Luc Beaulieu, Pascale Pierre & Sylvain Juneau

1- Laboratory tests and results 2- Tests in controlled conditions 3- Field performance

Test Mechanical and climate laboratory road simulator Sections realization

Mineralogy and grading
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Example for granitic gneiss (7% of 80 um or less) Example of the results
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